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CRACK-CLOSURE AND CRACK-GROWTH MEASUREMENTS 

IN SURFACE-FLAWED TITANIUM ALLOY Ti-6Al-4V 

Wolf Elber 

Langley Research Center 


SUMMARY 


The crack-closure and crack-growth characterist ics of the titanium alloy Ti-6A1-4V 
were determined experimentally on surface -flawed plate specimens. Under cyclic load
ing from zero  to tension, cracks deeper than 1 mm opened at approximately 50 percent of 
the maximum load. Cracks shallower than 1 mm opened at  higher loads. The correlation 
between crack-growth ra te  and the total stress-intensity range showed a "lower threshold" 
behavior. This behavior was attributed to the high crack-opening loads a t  short  cracks 
because the lower threshold w a s  much less evident in correlations between the crack-
growth ra tes  and the effective stress-intensity range. 

INTRODUCTION 

Crack closure during fatigue crack growth under cyclic tension loading was f i rs t  
discovered in thin aluminum sheets (ref. 1). In a later report  (ref. 2) it w a s  postulated 
that a crack can grow only when it is fully open at  the crack tip, so  that the crack-growth 
ra te  should be a function of an effective stress-intensity range. This range is based on 
the crack-opening stress and the maximum s t r e s s  in the load cycle. To use such a crack-
growth criterion requires  precise  knowledge of the crack-opening s t r e s s  during cycling. 
In reference 2 a compliance method was  used to determine the crack-opening s t ress .  The 
compliance determination was based on crack-opening displacements measured on the su r 
face of specimens just behind the crack tip. 

Other methods (refs. 3 to 5) for  determining the crack-opening s t r e s ses  have since 
been developed and have produced resul ts  varying widely from the resul ts  in reference 2. 
No direct  comparison can be made among these resul ts  because of differences in mater ia ls  
and specimens used in these studies. 

These conflicting resul ts  have led to a widespread belief that crack-opening s t r e s ses  
are highest in aluminum and in  plane-stress crack growth (thin sheets) and that crack-
opening stresses are virtually zero under plane-strain crack growth and in titanium. 



This study was designed to show whether, in fact, crack closure does occur in tita
, nium alloy Ti-GAl-4V and whether crack closure occurs  under plane-strain crack-growth 

I conditions existing during growth of shallow surface flaws. The compliance method was 
used for that study. 

In reference 6, i t  was shown that residual stresses can strongly influence the 
growth of surface cracks. To isolate any significant effects of residual stresses in this  
study, one -half of the specimens tested were prestretched. This process  reduces residual 
stresses in constant -cross-section specimens to insignificant levels. 

In crack-growth studies involving "small" crack s izes  and l1low1'stress levels, the 
stress-intensity range can reach a lower threshold below which no growth occurs. In this  
study the influence of the crack-opening stresses on this  threshold was studied. 

SYMBOLS 

a depth of semicircular crack, m 

a1,a2 successive values of crack depth, m 

C constant in crack-growth law 

da-
dN 

crack-growth rate, m/cycle 

K stress-intensity factor, N/m 3/2 

AK total stress-intensity range, N/m3I2 

AKeff  effective stress-intensity range, N/m3I2 

Me geometric magnification factor 

n exponent in crack-growth law 


N number of load cycles 


Q shape factor for surface cracks 


S gross  section stress, Pa 
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Smax 

Smin 

maximum gross  section s t ress ,  Pa 

minimum gross  section stress, Pa 

crack-opening stress, Pa 

U Effective stress ratio 

PROCEDURE 

Specimens 

The test  specimen configuration is shown in figure 1. The semicircular crack 
s t a r t e r s  of 0.6-mm radius were machined with an electroerosion process. The specimen 
thickness (10 mm) was chosen so that cracks could be grown to about 10 t imes their ini
tial depths while under essentially plane-strain conditions. Target holes for  the crack-
opening displacement (COD) gage were machined above and below the center of the notch. 
(See detail B, fig. 1.) 

Material 

The titanium Ti-6Al-4V used for this study was mill annealed and grit  blasted. It 
had a Young's modulus of 103 GPa, nominal tensile strength of 964 MPa, and an elongation 
of 12 percent in 50 mm. 

Testing 

Six specimens were tested under constant-amplitude cyclic loading from zero to 
tension. Before the crack s t a r t e r s  were machined, three specimens were preloaded to a 
permanent s t ra in  of 0.2 percent to remove any residual stresses left by the gr i t  blasting. 
Such residual s t r e s ses  from surface treatments can influence the crack-growth behavior 
(ref. 6). Three cyclic stress amplitudes were selected, covering the typical range of 
stresses for  aerospace structural  applications. The testing frequencies were determined 
by the response limitations of the servohydraulic fatigue-testing machine. The test 
parameter  matrix is shown in table I. Each test was stopped when the total displace
ment reached the measurement range of the COD gage. 

Measurements 

The COD gage was mounted over the center of the crack starter during the entire 
test, and the load-displacement curve was monitored continuously on an oscilloscope 
screen. Prec ise  load and displacement measurements were taken whenever the monitor 
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indicated that the compliance had increased 20 percent over the previous reading. To 
obtain accurate measurements, the loading frequency was slowed to  one-hundredth of the 
normal testing frequency. The load and corresponding displacement signals were passed 
into a data acquisition system f o r  compliance analysis. Crack depths were calculated 
f rom the compliance data and the gage calibration (ref. 6). 

Determination of Crack-Opening Load 

During each measurement load cycle the data acquisition system takes 150 succes
sive readings of load and corresponding crack-opening displacement. These data sets are 
stored on magnetic tape for later analysis. During that analysis, the data are scanned for  
identification of one complete load cycle and the location of the maximum load; then the 
maximum elastic compliance is calculated from the first 10 readings after the maximum 
load. This compliance value is used both to calculate crack depths and to determine 
reduced displacements. Reduced displacements a r e  defined herein as the differences 
between the measured displacements and the least-squares line fit through the 10 load-
displacement points following the maximum load. The advantage of the reduced displace
ments is that they have increased resolution for  graphical determination of the crack-
opening load. 

A computer plots both the load-displacement data and the load-reduced-displacement 
data. A typical plot is shown in figure 2. According to  the compliance method of crack-
opening determination (ref. 2), the crack opens fully during the loading portion of the cycle 
when the compliance reaches the value which was obtained immediately after the maximum 
load on the unloading portion of the previous cycle. On the reduced-displacement plot the 
crack is interpreted to be fully open when the tangent to the loading curve becomes ver t i 
cal which, as shown in figure 2, is at approximately 45 percent of the maximum load. 

RESULTS AND DISCUSSION 

Crack Growth 

. The crack-growth curves for the six specimens are shown in figure 3, and the exper
imental data (crack depths and cycles) are listed in table 11. At all three stress levels, 
cracks grew faster in the prestretched material  than in the as-received material. The 
largest  difference in growth rate occurred at the lowest s t r e s s  level and at small  crack 
depths (less than 1 mm). 

The crack-growth rate between two successive crack-depth readings al and a2 
is defined as 

da a2 - a l-=  
dN N2 - N 1  
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at crack depth 

al + a2a =  
2 

The stress used as a correlating function in the crack-growth-rate equations is given by 

where Me and Q are dimensionless correction factors  related to the configurations of 
the specimen and the surface crack, respectively (ref. 7). Examination of the fracture  
surfaces  showed that the crack shapes remained semicircular throughout the tests, so 
that Me and Q were  constant. The calculated stress intensities are plotted against 
the crack-growth rates in figure 4,with specimens grouped according to s t r e s s  level. 
The equation for crack growth is assumed to be 

e=C(AK)"dN 

where C = 3.34 X and n = 4.78,which were determined from a least-squares f i t  
to the data. 

At all three s t r e s s  levels the crack-growth ra te  approaches zero at some finite value 
of stress-intensity range. This value is referred to later as the apparent lower threshold 
of crack growth. The small  differences between growth r a t e s  for  the prestretched and 
as-received material  occurred mainly at low s t r e s s  levels and small  crack depths (less 
than 1 mm). This indicates that the residual s t r e s ses  in the as-received material  a r e  
small  and concentrated near the surface. The numerical values of the crack-growth-rate 
data points are listed in table 11. 

Crack-Opening Loads 


All data were analyzed to obtain the effective stress ratio, which is defined as 


The parameter U is plotted against crack depth a for  all six specimens in figure 5. 
The numerical values of the data points are given in table 11. 

For each specimen the effective stress rat io  is initially small  but increases rapidly 
as the crack begins to grow out of the influence of the initial crack s tar ter .  However, 
there  is no general trend in U for cracks deeper than 1mm. For the 67 data points 
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analyzed, the mean is U = 0.50 with a standard deviation of 0.11; that is, the mean 
crack-opening load is approximately one-half of the maximum load for loading from zero 
to  tension. 

Effective Stress-Crack- Growth Law 

The crack-growth rate data were correlated with the effective stress-intensity 
range according to  the ra te  equation 

*= C(A&ff)n = C(UAK)”dN 

where C = 1.07 X and n = 3.52 for the least-squares line for  all the data points. 

The experimental curves of all six data se t s  are shown in figure 6, with the data 
se t s  grouped according to  s t r e s s  level. Generally, the data show greater  scat ter  (deviation 
of data points from a smooth curve) than the basic data of figure 4. The greater  scatter 
is caused by the scatter in the measured values of the effective s t r e s s  ra t io  U. However, 
the lower threshold, which is evident in plots of the crack-growth rate  and the total stress-
intensity range, is not evident in plots of the crack-growth rate  and the effective s t r e s s -
intensity range. Therefore, the lower threshold can be attributed primarily to the crack-
closure behavior, which is governed by the distribution of residual deformations left 
behind the crack. 

CONCLUDING REMARKS 

The crack-closure analysis of surface-flawed titanium alloy Ti-6A1-4V under 
cyclic loading from zero to tension shows that crack closure occurred in the titanium 
under the plane-strain conditions. For crack depths in excess of 1 mm the crack-opening 
levels were independent of crack depth and cyclic s t r e s s  levels. Cracks opened at  about 
50 percent of the maximum loads. For crack depths less than 1 mm the crack-opening 
stress levels were even higher, resulting in smaller effective s t r e s s  ranges and extremely 
small  crack-growth ra tes  just after initiation. 

The differences between crack-growth ra tes  in prestretched and as-received mate
rial were small  for cracks deeper than 1 mm. This shows that residual s t r e s ses  in the 
as-received material  affected crack growth only in the initiation phase. 

In correlations between crack-growth r a t e s  and the total stress-intensity range, 
apparent lower thresholds were observed a t  all s t r e s s  levels; a power law does not 
describe these data adequately. However, when crack-growth rates were correlated with 
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effective stress-intensity range, a good power -law correlation was obtained. The appar 
ent thresholds hence were attributed to  the rapid increase in effective s t r e s s  ratio 
initiation. 

Additional work is required to establish the relation between the effective s t r e s s  
ra t io  and the rat io  of minimum stress to maximum stress for this titanium alloy. 

Langley Research Center 

National Aeronautics and Space Administration 

Hampton, Va. 23665 

June 30, 1975 
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TABLE 1.- TEST MATRIX 

Specimen 
Preload strain, Cyclic maximum s t ress ,  

percent N/mm2 

0.2 413 

.2  551 

.2 689 

0 689 

0 551 

0 413 


Testing frequency 
Hz 

3.5 
3.0 
2.5 
2.5 
3.0 
3.5 
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TABLE 11.- RESULTS FROM TESTS AND CALCULATIONS 

Stress ,  Crack  depth, Effective 
S t r e s s  

MPa m m  Cycles  s t r e s s  ra t io  
intensity, 
MN/m3l2 

1 413.1 0.54 1 5 0 0  0.35 
7.2 

.58 14 279 .50 
7.5 

.64 24 182 .45 
8.1 

.76 33 600 .45 
9.9 

1.35 46 200 .40 
11.8

1.63 48 300 .40 
15.3 

3.38 54 260 .40 
19.5 

4.80 56 000 .50 
22.1 

5.65 56 636 .45 
k ~ 

6 413.1 0.52 0 0.30 
7.1 

.55 11 500 .50 
7.4 

.61 4 1  420 .50 
7.6 

.63 48 800 .50 
7.8 

.66 53 800 .45 
8.2 

.77 66 500 .45 
9.3 

1.09 85 000 .45 
10.8

1.44 92 000 .45 
12.1 

1.70 94 750 .40 
13.7 

2.31 98 368 .40 
15.6 

2.88 100 481 .40 
17.2 

3.45 102 000 .47 
19.3 

4.52 103 812 .45 
21.9 

5.74 105 056 .40 
23.5 

6.08 105 330 .45 

551.0 0.58 0 0.30 

.79 10 000 .50 
10.7 

1.43 13 820 .60 
13.6 

1.91 15 115 .65 
16.7 

2.42 16 065 .65 
18.9 

2.71 16 514 .65 
20.6 

3.49 17 322 .65 
22.7 

25.6 
4.44 18 000 

Crack-growtt 
ra te ,  

m/cycle 

2.7503 -9 

6.11 1E-9 

1.3063-8 

4.7 1 0 3-8 

1.2923-7 

2.9353-7 

8.1903-7 

1.3353-6 

3.14 13-9 

1.7623 -9 

3.4393-9 

6.4423 -9 

8.6083-9 

1.6883-8 

4.9923-8 

9.4773-8 

1.700E-7 

2.6793-7 

3.79 1E-7 

5.8723-7 

9.8083-7 

1.2473-6 

2.0113-8 

1.6943 -7 

3.6933-7 

5.3433-7 

6.5223-7 

9.6653-7 

1.3973 -6 
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TABLE II.- RESULTS FROM TESTS AND CALCULATIONS - Concluded 

St ress  
Specimen Stress, Crack depth, Cycles Effective 

MPa m m  stress ratio intensity, 
MN/m3l2 

551.0 0.58 4 000 0.40 

10.0 


.62 7 800 .50 

10.5 


.71 10 480 .50 

11.3 


.83 12 360 .45 

12.2 


.96 13 800 .55 

13.2 


1.15 15 010 .60 

14.4 


1.37 16 210 .60 

16.2 


1.79 17 645 .50 

18.5 


2.32 18 900 .65 

21.4 


3.22 20 250 .65 

25.2 


4.47 21 320 .60 

~. 

689.0 0.54 0 0.20 

11.9 


.56 2 700 .40 

12.3 


.6 1 3 500 .55 

13.2 


.73 4 700 .60 

14.3 


.86 5 561 .65 

15.5 


1.00 6 263 .55 

17.4 


1.33 7 242 .50 

20.0 


1.75 8 125 .50 

22.5 


2.16 8 775 .55 

25.2 


2.72 9 335 .50 

28.6 


3.58 9 924 .50 

32.1 


4.38 10 279 .55 

___

689.0 0.55 1 0.20 

12.0 


.56 2 000 .30 

12.1 


.57 3 000 .60 

12.2 


.58 4 000 .62 

12.4 


.60 5 000 .60 

12.8 


.66 6 100 .64 

13.5 


.74 7 000 .60 

14.5 


.88 8 000 .60 

15.9 


1.07 9 000 .55 

17.6 


1.33 9 800 .60 

19.5 


1.61 10 577 .60 

21.3 


1.90 10 800 .60 


.-
Crack-growth

rate, 
m/cycle 

1.2593 -8 

3.0593-8 

6.8023 -8 

8.9483-8 

1.5093 -7 

1.8713-7 

2.9523-7 

4.1353-7 

6.6953-7 

1.1683-6 

8.3153-9 

6.5893-8 

9.7613-8 

1.4743-7 

2.086E-7 

3.2903-7 

4.7533-7 

6.4573-7 

9.9363-7 

1.4583 -6 

2.2553-6 

5.8603 -9 

1.0743-8 

1.6593 -8 

1.9523-8 

4.8813-8 

9.3273-8 

1.3473 -7 

1.9423 -7 

3.1853-7 

3.6433-7 

1.313E-6 

10 




S
em

ic
ir

cu
la

r 
no

tc
h,

 
0.

6 
ra

di
us

 b
y 

0.
2 Se

ct
io

n 
A

-A
 

\ 
I 

/
r

N
ot

ch
 d

et
ai

l 
B

 

A
 

Fi
gu

re
 1

.-
T

es
t 

sp
ec

im
en

 c
on

fi
gu

ra
tio

n.
 

A
ll

 d
im

en
si

on
s 

ar
e 

in
 m

m
. 

I 



- 10
0 


80
 

5 E .3



X
 

cj E 


60
 

0
: 

u
 

d
~

 
a,



0
 

k
 



a,


 a
'
 

m-
40

 c
 

d
 

0
 

20
 0 

8 
16

 
24

 
32

 
40

 
0 

1
 

2 
3 

4 
5 

D
is

pl
ac

em
en

t,
 p

m
 

R
ed

uc
ed

 d
is

pl
ac

em
en

t,
 p

m
 

(a
) L

oa
d-

di
sp

la
ce

m
en

t 
re

la
ti

on
. 

(b
) 

L
oa

d-
re

du
ce

d-
di

sp
la

ce
m

en
t 

re
la

ti
on

. 

F
ig

ur
e 

2.
-

L
oa

d-
di

sp
la

ce
m

en
t 

re
la

ti
on

s 
fo

r 
sp

ec
im

en
 4
 a

t c
ra

ck
 d

ep
th

 o
f 

1.
07

 m
m

. 
C

ra
ck

 o
pe

ni
ng

 o
cc

ur
s 

at
 4

5 
pe

rc
en

t 
of 

m
ax

im
um

 l
oa

d.
 



-
 -
 A
s-

re
ce

iv
ed

 m
at

er
ia

l 

P
re

st
re

tc
he

d 
m

at
er

ia
l 

6 
. 

ir ll

P 
5 

	

I 
IC 


I 



4 



E 



E 



f
 

. 
I 


2
3 



3 

I 

h
 



u 



I 


2 
1
 


I 



1 

1 

/ 



I 



I
I

~
I

I
I

I
I

I
I 

I 
I

1 
I

1
 

I 
I.

 
I 

I 



0 
60

 
12

0 
x 

10
-3

 
0 

30
 

610
 x

 I
Om

3 



C
yc

le
s 

C
yc

le
s 

(a
) 

Sm
ax

 =
 4

13
.0

 M
Pa

. 
(c

) 
Sm

ax
 =

 6
89

.0
 M

Pa
. 

F
ig

ur
e 

3.
-

R
el

at
io

n 
be

tw
ee

n 
cr

ac
k 

de
pt

h 
an

d 
cy

cl
es

. 
Sp

ec
im

en
 n

um
be

rs
 a

re
 in

di
ca

te
d 

in
 c

ir
cl

es
. 

c.



I 
w

 



--
 

10


10
-6

 

Q
, 
3
 



0
 




B \ E aJ 



c
)




d
 




F.l

 g
 h
 




Y % I u 

 10

-8
 

A
s -

re
ce

iv
ed

 m
at

er
ia

l 

-
P

re
st

re
tc

he
d 

m
at

er
ia

l 

I 

I 
I 

I 
I

1
 

I 
I 

I 
I

t 
I 

I 
I 

I
n 

5 
10

 
20

 
30

 
5
 

10
 

20
 

30
 

5 
10

 
20

 
30

 

S
tr

es
s-

in
te

ns
it

y 
ra

ng
e,

 M
N

/m
 3
/2
 

S
tr

es
s-

in
te

ns
it

y 
ra

ng
e,

 ~
~

/
m

3
/

2
 

S
tr

es
s-

in
te

ns
it

y 
ra

ng
e,

 M
N

/m
 3

/2
 

(a
) 

Sm
ax

 =
 4
13
.1
 M

Pa
. 

(b
) 

Sm
ax

 =
 5

51
.0

 M
Pa

. 
(c

) 
Sm

ax
 =

 6
89

.0
 M

Pa
. 

F
ig

ur
e 
4.

-
R

el
at

io
n 

be
tw

ee
n 

cr
ac

k-
gr

ow
th

 r
at

e 
an

d 
st

re
ss

-i
nt

en
si

ty
 r

an
ge

. 
Sp

ec
im

en
 n

um
be

rs
 a

re
 in

di
ca

te
d 

in
 c

ir
cl

es
. 



1.
0 

0.
5 




0 

1.
0 

0.
5 




0 
3 

6 
0 

3 
6 

0 
3 

6 
C

ra
ck

 d
ep

th
, 

m
m

 
C

ra
ck

 d
ep

th
, 

m
m

 
C

ra
ck

 d
ep

th
, 

m
m

 

(a
) 

Sm
ax

 =
 4
13
.1
 M

Pa
. 

(b
) 

Sm
ax

 =
 5

51
.0

 M
Pa

. 
(c

) 
Sm

ax
 =

 6
89

.0
 M

Pa
. 

F
ig

ur
e 

5.
-

R
el

at
io

n 
be

tw
ee

n 
ef

fe
ct

iv
e 

st
re

ss
 r

at
io

 a
nd

 c
ra

ck
 d

ep
th

. 
Sp

ec
im

en
 n

um
be

rs
 a

re
 in

di
ca

te
d 

in
 c

ir
cl

es
. 



10
-6

 
0

)
d
 

U 3 



\
 E a,



Y 1 

 IO

-?
 


B
 E 



Y 2 1 



u 

 10

-8
 


I 
 / 

? 

2 
4 

8 
12

 
20

 

E
ff

ec
ti

ve
 s

tr
es

s-
in

te
ns

it
y 

ra
ng

e,
 M

N
/m

3I
2 

(a
) 

Sm
ax

 =
 4
13
.1
 M

Pa
. 

-
A

s-
re

ce
iv

ed
 m

at
er

ia
l 

--
-P

re
st

re
tc

he
d 

m
at

er
ia

l 

. 

1


8 
12

 
20

 

E
ff

ec
ti

ve
 s

tr
es

s-
in

te
ns

it
y 

ra
ng

e,
 M

N
/m

 3
/2

 
E

ff
ec

ti
ve

 s
tr

es
s-i

nt
en

si
ty

 r
an

ge
, 

M
N

/m
3I

2 

(b
) 

Sm
ax

 =
 5

51
.0

 M
Pa

. 
(c

) 
Sm

ax
 =

 6
89

.0
 M

Pa
. 

F
ig

ur
e 

6.
 -

R
el

at
io

n 
be

tw
ee

n 
cr

ac
k-

gr
ow

th
 r

at
e 

an
d 

ef
fe

ct
iv

e 
st

re
ss

-i
nt

en
si

ty
 r

an
ge

. 
Sp

ec
im

en
 n

um
be

rs
 a

re
 in

di
ca

te
d 

in
 c

ir
cl

es
. 

2 




